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INSPECTION REPORT

GIRIRAJ & SONS

Doc.No. F/QA/02 

S

No

Parameters

AKITO KOWA INDIA LIMITED

SK 16BF 033.0 X 100 GSMPart Name

Plot No 101 IMT MANESAR

Customer/Suppl. Name

Chl/Bill No.

321 4 5 Min.

OBSERVATION

05/06/2009Dated

Report No. Dated

Method of 

Inspection

Specification

         0Lot/Sample Size

05/06/2009000479

-Part/Drg. No.

Acceptance Criteria

REV. NO. : 01 / 01/05/07

Reading Obs

Max.

-

Obsv.

  1 SIZE 100.0 100.1 100.0. 100.0100.0+-2MM MEASURING 100 100.1 -

  2 GSM 150 147 149 148151+-5% WEIGHING SCALE 147 151 -

  3 BS 2.4 2.2 2.3 2.32.4+-5% B.S M/C (ME-23) 2.2 2.4 -

  4 BF 16 14.96 15.43 15.5415.89AS PER PO B.F=(B.S/GSM)X10 14.96 16 -

  5 TYPE OF PAPER S.K - - --KRAFT PAPER VISUAL 0 0 -

  6 COBB VALUE TOP 38 43 - --30 TO 50 COBB 38 43 -

  7 COBB VALUE BOTTOM 45 50 - --30 TO 60 COBB 45 50 -

  8 MOISTURE 7.5 7.3 8.0 8.37.27 +- 1% MOISTURE 7.2 8.3 -

  9 MILL NAME - - - --- - 0 0 -

Accepted Rejected Accepted U/Deviation

Inspection by : ..............................         Accepted By ...............................         Date 

To be filled in Case of Material not conforming (Circle the parameter not confirming)

Disposition Action

1.Return to supplier / Scrap 2.Segregate 100 % 3.Accept as it under deviation.

QAI/ C ...............................
Remarks

-


